
FLASH BARS RANGE

TEST REPORT

   @

Name of Sample MVG1592, MVG1593, MVG1594, MVG1595 125*250mmShape of Sample

Standard Test Value

Modulus of rupture & breaking strength

Chemical resistance

Tone variation

White Body

Household products resistance

Crazing Resistance

Stain resistance

125 ± 0,75 mm x 250 ± 0,75 mm x 10.5 mm +/- 5%

≥ 7'5 mm Minimum 12 N/mm2
< 7'5 mm Minimum 15 N/mm2

GHA

Eb > 10%

GA

Pass

>3

Medium

UNE-EN-ISO 10545-2: 1998

UNE-EN-ISO 10545-4:2012

UNE-EN-ISO 10545-13:1998

UNE-EN-ISO 10545-3:1997

UNE-EN-ISO 10545-13:1998

UNE-EN-ISO 10545-11:1997

UNE-EN-ISO 10545-14:1998


